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ID CATEGORY TEST NAME METHOD
QUANTITY 
NEEDED

1 MICROSCOPY Confocal profilometry analysis INTERNAL 1 pc

2 MICROSCOPY SEM ANALYSIS- MORFOLOGY INTERNAL 1 pc

3 MICROSCOPY
SEM ANALYSIS- THICKNESS 
MEASUREMENT

ISO 9220 1 pc

4 MICROSCOPY
STEREO OPTICAL MICROSCOPE 
ANALYSIS

INTERNAL 1pc

5  MICROSCOPY THICKNESS MEASUREMENT XRF ISO 3497 Ipc

6 MICROSCOPY COATING THICKNESS MEASUREMENT ISO 1463 1pc

7 MICROSCOPY SURFACE MEASUREMENT 3D SCAN INTERNAL 1pc

8 MICROSCOPY COLOUR MEASUREMENT L/A/B ISO 11664
1pc mimumum 
size  0,5 cms

 

TEST LIST ACCESSORIES 
METALS/PLASTICS



9 MICROSCOPY VERIFICATION OF COATING PRESENCE INTERNAL 1pc

10 PHYSYCAL GALVANIC ADHERENCE (CROSS CUT) ISO 2819 1pc  

11 PHYSYCAL COATING ADHERENCE ISO 2409 1pc

12 PHYSYCAL ADHERENCE AFTER FOLDING INTERNAL 1pc

13 PHYSYCAL ULTRASONIC BATH VIBRATIONS TEST INTERNAL 1pc

14 PHYSYCAL TAPE TEST ON SURFACES INTERNAL 1pc

15 PHYSYCAL MEK TEST (RESISTANCE TO SOLVENT) ASTM  D4752 1pc

16 PHYSYCAL STONES GLUING RESISTANCE CYCLE INTERNAL 1pc

17 PHYSYCAL COATING HARDNESS MEASUREMENT INTERNAL 1pc

18 PHYSYCAL DROP TEST EN 71-1 1pc

19 PHYSYCAL BUTTON TEST-IMPACT TEST BS 4162 1pc

20 PHYSYCAL BUTTON TEST-TENSION TEST BS 4162 1pc

21 PHYSYCAL BUTTON TEST-IRONING RESISTANCE BS 4162 1pc

22 PHYSYCAL ZIPPER - SPECIFICATION EN 16732 15 PCS



23 PHYSYCAL COMPRESSION - DYNAMOMETER INTERNAL 1 pc

24 PHYSYCAL HARDNESS MEASUREMENT - VICKERS ISO 6507-1 1pc

25 PHYSYCAL HARDNESS MEASUREMENT - NHT ISO 14577 1pc

26 PHYSYCAL FORCE MEASUREMENT DYNAMOMETER INTERNAL 1pc

27 PHYSYCAL 
TORQUE FORCE RESISTANCE - 
DYNAMOMETER TORQUE

INTERNAL 1pc

28 PHYSYCAL RUBBING WEAR OUT INTERNAL 1pc

29 PHYSYCAL SCRATCH TEST INTERNAL 1pc

30 PHYSYCAL TRACTION RESISTANCE BS 5131 1pc

31 PHYSYCAL ZIPPER IRONING RESISTANCE INTERNAL 1pc

32 PHYSYCAL 
ZIPPER  AUTOMATIC DRYING 
RESISTANCE

INTERNAL 1pc

33 PHYSYCAL ZIPPER DYEING GARMENT RESISTANCE INTERNAL 1pc

34 PHYSYCAL POLYSERVICE WEAR OUT RESISTANCE ISO 23160 1pc

35 PHYSYCAL TURBULA WEAR OUT RESISTANCE ISO 23160 1pc

36 PHYSYCAL VIBRATION RESISTANCE INTERNAL 1pc



37 PHYSYCAL WEAR OUT ABRASION RESISTANCE EN 12472 1pc

38 PHYSYCAL 
HARDNESS COATING MEASUREMENT-
PENCIL TEST

ISO 15184 1pc

39 PHYSYCAL FOLDING RESISTANCE ISO 2819 1pc

40 PHYSYCAL 
TRACTION/DEFORMATION RESISTANCE 
OF PLASTIC/RUBBER

DIN 53504 1pc

41 PHYSYCAL ZIPPER DURABILITY QB/T 1333 1pc

42 PHYSYCAL ZIPPER ENDURANCE TEST EN 17632 20pc

43 PHYSYCAL ADHESION QB/T 3821 1pc

44 PHYSYCAL DENSITY ISO 3369 1pc

45 PHYSYCAL FUNCTIONAL TEST
INTERNAL 
CUSTOMIZED FOR 
CUSTOMER

1pc

46 QUALITATIVE
RESISTANCE TO ARTIFICIAL LIGHT-
XENOTES

ISO 105 B02 1pc

47 QUALITATIVE
RESISTANCE TO DAMP HEAT AND 
HUMIDITY OF PAINT

ISO 6270/2 1pc

48 QUALITATIVE
RESISTANCE TO DAMP HEAT AND 
HUMIDITY OF PLASTIC/METALS

ISO 4611 1pc

49 QUALITATIVE
RESISTANCE OF MATERIALS TO 
HYDROALCOLIC GEL

INTERNAL 1pc

50 QUALITATIVE
RESISTANCE OF MATERIALS TO SPRAY 
HYDROALCOLIC 

INTERNAL 1pc



51 QUALITATIVE
RESISTANCE OF MATERIALS TO 
SANITIZATION WITH  KHSO5

INTERNAL 1pc

52 QUALITATIVE
RESISTANCE OF MATERIALS  TO 
SANITIZATION WITH OZONE

INTERNAL 1pc

53 QUALITATIVE
RESISTANCE OF MATERIALS TO 
SANITIZATION WITH UVC RAYS

INTERNAL 1pc

54 QUALITATIVE SALT SPRAY CORROSION ISO 9227 1pc

55 QUALITATIVE SYNTETHIC SWEAT CORROSION NF S 80-772 1pc

56 QUALITATIVE THERMAL SHOCK ADHESION NF S 80-772 1pc

57 QUALITATIVE RESISTANCE TO UV LIGHT NF S 86-606 1pc

58 QUALITATIVE RESISTANCE TO GAS/KESTERNICH ISO 4524/2 1pc

59 QUALITATIVE RESISTANCE TO SULPHURE DIOXIDE ISO 4524/2 1pc

60 QUALITATIVE RESISTANCE TO SULPHURE OXIDATION ISO 22775/1 1pc

61 QUALITATIVE
RESISTANCE TO ATMOSPHER OF NITRIC 
ACID AND DIOXIDE/CHINA TEST

INTERNAL 1pc

62 QUALITATIVE
RESISTANCE TO OPTICAL RADIATION 
(SUNGLASSES)

ISO 12870 1pc

63 QUALITATIVE RESISTANCE TO SALT SPRAY QB/T 3826 1pc

64 QUALITATIVE RESISTANCE TO SALT WATER ISO 22775/2 1pc



65 QUALITATIVE RESISTANCE TO ARTIFICIAL SWEAT ISO 3160/2 1pc

66 QUALITATIVE RESISTANCE TO AMMONIA ISO 6597 1pc

67 QUALITATIVE RESISTANCE TO CHLORINATED WATER NIHS 96-50 1pc

68 QUALITATIVE RESISTANCE TO SEA WATER NIHS 96-50 1pc

69 QUALITATIVE THERMAL SHOCK  ISO 2819 1pc

70 QUALITATIVE RESISTANCE TO DOMESTIC WASHING ISO 105 C06 1pc

71 QUALITATIVE RESISTANCE TO DRY CLEANING ISO 105 D01 1pc

72 QUALITATIVE RESISTANCE TO DRY CLEANING (P) ISO 105 D01 1pc

73 QUALITATIVE RESISTANCE TO DRY CLEANING (F) ISO 105 D01 1pc

74 QUALITATIVE RESISTANCE TO THIOACETAMIDE ISO 4538 1pc

75 QUALITATIVE
RESISTANCE TO SYNTHETIC SWEAT 
(jewellry)

UNI 11599 1pc

76 QUALITATIVE ABRASION RESISTANCE LACES ISO 22774 1pc

77 QUALITATIVE RESISTANCE STRAP CLOSURES (VELCRO) ISO 22777 1pc

78 QUALITATIVE
RESISTANCE TO IMMERSION IN FLUIDS 
(different of water)

ISO 2812 1pc



79 QUALITATIVE
RESISTANCE TO ARTIFICIAL LIGHT-
PLASTIC MATERIALS

ISO 4892-2 1pc

80 CHEMICALS SCREENING NICKEL RELEASE CE 12471 3 pc

81 CHEMICALS NICKEL RELEASE EN 1811 3pc

82 CHEMICALS NICKE RELEASE AFTER WEAR OUR EN 1811+EN 12472 3pc

83 CHEMICALS LEAD CONTENT CPSC-CH-C1001-08:3 10 Grms

84 CHEMICALS HEAVY METALS CONTENT INTERNAL 10 Grms

85 CHEMICALS CADMIUM EXTRACTABLE CPSC-CH*E1004-11 10 Grms

86 CHEMICALS LEAD AND CADMIUM IN GLASS UNI 10938 10 Grms

87 CHEMICALS
LEAD CONTENT IN NON METALLIC 
MATRIX

CPSC-CH-E1002-08 10 Grms

88 CHEMICALS
MIGRATION OF CERTAIN ELEMENTS 
(METALS)

EN 71-3 3 pcs

89 CHEMICALS
QUALITATIVE DETERMINATION OF 
ASBESTOS

INTERNAL 1pcs

90 CHEMICALS DETERMINATION OF BISPHENOLS A
INTERNAL FOLLOWING 
EN 71-10/11

1pc

91 CHEMICALS 
DETERMINATION OF DIOXINS AND 
FURANS

INTERNAL 10 Grms

92 CHEMICALS
DETERMINATION OF FLAME 
RETARDANTS

GB/T 24279 10 Grms



93 CHEMICALS
DETERMINATION OF ORGANOTIN 
COMPUNDS

ISO 16179 10 Grms

94 CHEMICALS DETERMINATION OF PHTALATES CPSC-CH-C1001-09.4 10 Grms

95 CHEMICALS 
DETERMINATION OF POLYCICLIC 
AROMATIC HYDROCARBONS

AFpS GS 2014 10 Grms

96 CHEMICALS
DETERMINATION OF SHORT CHAIN 
PARAFFINS

INTERNAL 10 Grms

97 CHEMICALS NICKEL RELEASE (EYEWEAR) EN 16128 3 pcs

98 CHEMICALS NICKEL RELEASE GB/T 19719 3 pcs

99 CHEMICALS NICKEL RELEASE AFTER WEAR OUT
GB/T 19719+GB/T 
28485

3 pcs

100 CHEMICALS
DETERMINATION OF 
PERFLUOROOCTANESULPHONATE 
(PFOS)

CEN/TS 15968 10 Grms

101 CHEMICALS  DETERMINATION OF PHTALATES ISO 16181 10 Grms


